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Test Report NoO. rss0501/LF-CTSAYAA09-15860 lssued Date: June 03, 2008

The foliowing merchandise was submitted and identified by the client as :

Product Name
SGS File No. : AYAADS-15860
Recelved Date ; May 29, 2009

Test Performing Date + June 01, 2009

Test Performad : 5GS Testing Korea tested the sample(s) selecled by applicant with following results
Test Results : For further details, please refer to following page(s}
Comments : By the applicant's spacific request, the sampling and testing was performed only for the part

indicated in the photo without disassembly.

8GS Testing Korea Co. Ltd.

TefTy

Cindy Park
Jinee Song/ Testing Person

Jeff Jang / Chemical Lab Mgr
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Chip

Test Report NoO. Fs90501/LF-CTSAYAA0S-15860 lssued Date: June 03, 2608

Sample No. : AYAADS-15880.001

Sample Description 1 | Wafer

{termn Ne./Part No. : NIA

Commanis : Material is silicon.

R R, T R S

Tost [tems Unit Teat Method MDL Results
Cadmium (Cd) mgrkg With reference to [EC 62321:2008, ICP 05 N.D.
Lead (Pb) mgfkg With reference to IEC 62321:2008, ICP 5 N.D.
Mercury (Hg) mgikg Wit reference ia IEC 52321:2008, ICP 2 N.D.
Hexavalent Chromium (Cr VI3 mgikg With reference lo 1EC 82321:2608, UV VIS 1 N.D.

Picture of Sample as Received:

NOTE. (4} N.O. = Not detected.{<MDL}

{2) mgikg = ppm

{3) MDL = Method Detection Limit

{4} - = No regulation

(5) ** = Qualitative anatysis {No Unit)

{8) * = Boiling-water-extraction:
Negative = Absence of Crv] coating
Positive = Presence of CrVI coaling; the detecled concentration in beiling-water-extraction
solution is equal or greater than 0.02 mgfkg with 50 cm2 sample surface area.
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Chip

SGS

Test Report NO. F690501/LF-CTSAYAA09-15860 lssued Date:  June 03, 2009

Testing Flow Chart for RoHS:Cd/Pb/Hg/Crs* Testing

Cd/Pb/Hg cr 6+ cr 6+
Mechanic_Sample Mechanic_Sample Mechanic_Sample
Sample Measurement Sampla Measurement Sample Measurement
Acid Digestion with Nonmetallic Material Mataiio Material
Microwave / Hotplate |
Spot Test/ Boiling
Adding Extracticen Solution Water Extraction
Filtration |
Heating to 90~95°C Adding 1,5-
for Extraction Diphenylcarbazide
Residue | for Color Development
Filtration and pH Adjustment
Tatal Digestion —
| A Red Color Indicates
Adding 1,5-Diphenylcarbazide (heIBrgsengojoticros
for Color Development
ICP-AES/AAS
| Confirm
Uv-Vis with UV-Vis
DATA I [
DATA DATA

The samples were dissolved tofally by pre-conditioning method according to above flow chart for Cd,Pb, Hg.

Operator

Section Chief

NOTE: (1) N.D. = Not detected {<MDL)

(2) mg/kg = ppm
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{3) MDL = Method Detection Limit

{4} - = Mo regutation

{5) ** = Qualitative analysis {No Unit}

{8) * = Boiling-water-extrachon:
Negative = Absence of Crv] cosating
Positive = Presence of CrV coating; the detected concentration in boiling-water-exiraction
solution is equal of greater than .02 mgfkg with 50 om2 sample surface area.
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