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EPSON TAIWAN TECHNOLOGY & TRADING LTD. (OO R AR A
14F, NO. 7, SONG REN ROAD, TAIPEI 110, TAIWAN, R. O. C.

The following sample(s) was/were submitted and identified by/on behalf of the client as :

Sample Description : LEAD FRAME
Style/ltem No. : LEAD FRAME

Sample Receiving Date : 2008/07/22

Testing Period : 2008/07/22 TO 2008/07/25

Test Result(s) : Please refer to next page(s).

Signed for and on behalf of
SGS TAIWAN LTD.
Chemical Laboratory — Taipei

Unless otherwise stated the results shown in this test report refer only to the sample(s) tested. This test report cannot be reproduced, except in full, without prior written permission of
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Test Result(s)
PART NAME NO.1 : PLATING LAYER OF SILVER COLORED METAL (INCLUDING THE
FRAME)
PART NAME NO.2 : BASE MATERIAL OF SILVER COLORED METAL (INCLUDING THE
FRAME)
Test It : Unit Method MDL Result
est Item (s): ni etho No 1 No 2
Cadmium (Cd) mg/kg [With reference to IEC 62321/2nd 2 n.d. n.d.

CDV (111/95/CDV). Determination of
Cadmium by ICP-AES.

Lead (Pb) mg/kg [With reference to IEC 62321/2nd 2 n.d. n.d.
CDV (111/95/CDV). Determination of
Lead by ICP-AES.

Mercury (Hg) mg/kg [With reference to IEC 62321/2nd 2 n.d. n.d.
CDV (111/95/CDV). Determination of
Mercury by ICP-AES.

Hexavalent Chromium Cr(VI) by ** With reference to IEC 62321/2nd 0.02mg/kg| Negative | Negative

Spot test / boiling water CDV (111/95/CDV). Determination of| with 50
extraction Hexavalent Chromium for metallic cm?
samples by Spot test / boiling water | surface
extraction Method. (See Note 5) area
PFOS mg/kg [With reference to US EPA 3540C : 10 n.d. n.d.

1996 method for PFOS Content.
Analysis was performed by LC/MS.

Note : 1. mg/kg = ppm

2. n.d. = Not Detected

3. MDL = Method Detection Limit

4. ** = Qualitative analysis (No Unit)

5. Spot-test:
Negative = Absence of Cr(VI) coating / surface layer,
Positive = Presence of Cr(VI) coating / surface layer;
(The tested sample should be further verified by boiling-water-extraction method if the
spot test result cannot be confirmed.)

Boiling-water-extraction:
Negative = Absence of Cr(VI) coating / surface layer.
Positive = Presence of Cr(VI) coating / surface layer;
the detected concentration in boiling-water-extraction solution is equal or greater

than 0.02 mg/kg with 50 cm? sample surface area.
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PART NAME NO.1

1) These samples were dissolved totally by pre -conditioning method according
to below flow chart. ( Cr®" test method excluded )

2) Name of the person who made measurement: Climbgreat Yang

3) Name of the person in charge of measurement: Troy Chang

Elow Chart of Stripping method for metal analysis

Preparation

Sample measurement
l Cré*

4 Pb~Cd- Hg

Add appropriate amount of
Prepare suitable acid solution digestion reagent

I

Put sample into acid solution

Heat to appropriate
temperature to extract

' I

Dissolve plating layer

Cool, filter digestate
through filter

Y
Solution l
l Add diphenyl-carbazide for
color development
ICP-AES

measure the absorbance
at 540 nm by UV-VIS
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PART NAME NO.2

1) These samples were dissolved totally by pre-conditioning method according to below flow chart.
(Cr® test method excluded )

2) Name of the person who made measurement: Climbgreat Yang

3) Name of the person in charge of measurement: Troy Chang

| Cutting / Preparation |

Y
Sample Measurement
6+
H Cr
Pb~Cd d
Y \4 Y
Acid digestion by suitable acid Microwave digestion with Add appropriate amount of
depended on different sample _ _
material (as below tab|e) HNO3/HCI/HF dlgeStIOﬂ reagent
A\ 4 y Y
Filtration Heat to appropriate
v temperature to extract
: Residue v
Solution
Cooal, filter digestate
v through filter
1) Alkali Fusion ¥
2) HClto dissolve
y Add diphenyl-carbazide for
ICP-AES |
color development
Sample Material Digestion Acid v
Steel, copper, aluminum, solder Agua regia, HNOs, HCI, HF, H,O> measure the absorbance
Glass HNO,/HF at 540 nm by UV-VIS

Gold, platinum, palladium, ceramic | Agqua regia

Silver HNOs
Plastic H>SO4, H202, HNOs3, HCI
Others Any acid to total digestion
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Analytical flow chart of PFOA/PFOS content

1) Name of the person who made measurement: Carrie Liu
2) Name of the person in charge of measurement: Shinjyh Chen

Sample pretreatment
Sample extraction by soxhlet extraction
(Reference method US EPA 3540)

Concentrate/Dilute Extracted solution
Analysis was performed by LC/MS

Data
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** End of Report **
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